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Client’s Identification: 

Style: 291-5676 Ultraleather. Date of Mfg.: Jan 2026. Composition: PU, Rayon. Weight: 330. Product End Use: indoor upholstery. 

 Test Category: Tongue Tear Coated Fabrics     Specifier: ACT        LE: 2013 (RE:2024); V: 4/25 tm 
PC: 4 hr 113° ± 9°F & 15 ± 5% RH to ME; C:       hr. to ME @ 2 hr intervals > 0.2% @ 70° ± 2°F & 65% RH                                                        /tm 

 
 
TEST PERFORMED: ASTM D2261-13 (RE 2024) – Standard Test Method for Tearing Strength of Fabrics by the 
Tongue (Single Rip) Procedure (Constant-Rate-of-Extension Tensile Testing Machine) 
 

As cited by the ACT Voluntary Performance Guidelines – Indoor (February 2025) 
 
 
PRODUCT CATEGORY: Upholstery - Coated Fabrics, Knits and Woven Substrate, Indoor Use 
 
 

BASE MATERIAL: ☐ Knit; ☒ Woven 

 
 
RESULTS: 
 

Specimen # 
Against Machine Direction 

(lbs.) 
Against Cross Machine Direction 

(lbs.) 

1 7.9 5.3 

2 8.0 5.1 

3 7.0 4.9 

4 7.7 5.1 

5 7.6 5.1 

Average: 7.7 5.1 

 
 
REMARKS: None. 
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ACCEPTANCE CRITERIA: 
 

Machine Direction: 4 lbs. minimum average 
Cross Machine Direction: 4 lbs. minimum average 

 
 
CONCLUSION: Based on the above Results and Acceptance Criteria, the item tested: 
 
 

       ☒ Complies; ☐ Does not comply 

 
 
CERTIFICATION: I certify that the above results were obtained after testing specimens in accordance with the 
procedures and equipment specified above. 
 
 
 
 
___________________________ 
AUTHORIZED SIGNATURE 
SGS NORTH AMERICA 
/sj/jb 
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